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TSING TUO Group Co., Ltd. HE4RPC : 355006
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Order Co Specification
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ngﬁi{i AT TR IR 2 A zznd%jz: Stainless f?til bars
JR AR =2 ZRH
Certifiﬁe No S2312-301569903 Date of fgsue 2023-12-07
BEE BEER
Q?Y 558 Weig%t (t) 11. 651
—., EXfEHR Basic Information
Jiak=1 s Ly R A E BEE THRRE &FH5
75 Heat Batch Steel Code Size QTY Weight Delivery Contract
No No Grade (mm) (t) Condition No
1 S221104AA04 / 316L / H52 29 2.292 HR /
2 S221104AA16 / 316L / H52 19 1. 467 HR /
3 S221122AA28 / 316L / H32 73 2.198 HR /
4 S221123AA08 / 316L / H57 14 1. 467 HR /
5 S230506AB18 / 316L / H19 423 4,227 HR /

—. 4L Physical and chemical Examination
R4y (%) Chemical Composition(%) (J&&4#HT Smelting Analysis)

Bg C Si Mn P S Cr Ni Mo Cu Ti Nb N PREN Others
1 0.020 0.36 0.93 0.037 0.003 16. 23 10.09 2.02 / / / / / /
2 0.012 0.37 0.99 0.036 0.007 16.33 10.05 2.08 / / / / / /
3 0.019 0.47 0.97 0.034 0.009 16.16 10.11 2.04 / / / / / /
4 0.014 0.38 0.93 0.036 0.014 16.22 10.01 2.04 / / / / / /
5 0.018 0.37 0.94 0.031 0.013 16.35 10.06 2.02 / / / / / /

PHIRAK Tensile Test (#AH Longitudinal) B At RT R BRLEE ()

5 RpO. 2 Rpl.0 Rm Elongation Redution of Hardness Grain Size

(N/mm2) (N/mm2) (N/mm2) (A)% Area (Z)% (HBW) (Grade)
1 / / / / / / /
2 / / / / / / /
3 / / / / / / /
4 / / / / / / /
5 / / / / / / /

=, EWAAK Macrostructure Examination

1. R~F. 4ME. FHFi&E Dimension, shape and surface quality | &F% Qualified

V0. HAh#L Other Examination

1. 555 Radiosctive Monitoring | &k Qualified

LA

HAhVPiH Remarks:
1. ZZUEBAFTA P SRR I 77 & & FIAIPREZE SR . The materrial listed above has been tested and
complies with the terms of the contract & the standard.

2. X FREEDelivery status code: HR=#%L Hot rolled, OS=fEZ[E¥S On-line solution, S=%5%k[#
# Off-line solid solution, A=iE‘K Annealing, P=FR¥% Pickling. . &ﬂ%%{
/ W @,

3. WAFESRU, HRHERRUIHIEN, HE5MAEIFHB%HS. If any quality query, please clarify o ’Q‘?‘
via phone call or fax, indicating the certificate number. 7%»,
4. RN T EAEE FUESS 1. IS0 9001; 2. IATE(TS) 16949; 3.1SO 14001; 4. IS0 45001; 5.ISO 50001; 6.1SO N )13@
10012; 7. JE /1484 PED 4.3, AD2000 WOFIASME#FAHHAIE. Following quality certification is Typed 4
available: 1.ISO 9001; 2. TIATF(TS) 16949; 3.ISO 14001; 4.ISO 45001; 5.ISO 50001; 6. ISO \E}E ‘H”
10012; 7.Pressure Equipment Directive 4.3, AD2000 WO and ASME; AD2000 WO and ASME. o HL]E.' TSING TUO
5. MADE TN CHINA HEIAER .
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